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However, the SEF clearly shows that if any comparision can be made, this should be made between 

38MnVS6 and 10V45. 

We further add the chemical composition comparison between 1045 and 38MnVS6 as per Milltech 

and Nimet technical charts ( Annex 3, 4) 

 

Moreover, the ADC acknowledges  within the SEF that 38MnVS6 has different chemical composition 

and physical properties to grade 1045 and end users would not substitute one grade of chrome bar 

with another. 

We thank to the Commision for retaking into consideration the above arguments into the final 

report. 

 

 

Chemical composition (% by weight) C Si Mn P S V

Milltech    1045 0,43-0,5 0,1-0,35 0,6-0,9 0,04 max. 0,04 max. -

Nimet  38MnVS6 (AISI10V45) 0,34-0,41 0,15-0,8 1,2-1,6 0,025 max. 0,02-0,06 0,08-0,2




